
b

Transient Hot Electron Dynamics in Single-Layer TaS2

Federico Andreatta,1, ⇤ Habib Rostami,2, ⇤ Antonija Grubǐsić Čabo,1 Marco Bianchi,1 Charlotte E.
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Using time- and angle-resolved photoemission spectroscopy, we study the response of metallic sin-
gle layer TaS2 in the 1H structural modification to the generation of excited carriers by a femtosecond
laser pulse. A complex interplay of band structure modifications and electronic temperature increase
is observed and analyzed by direct fits of model spectral functions to the two-dimensional (energy
and k-dependent) photoemission data. Upon excitation, the partially occupied valence band is found
to shift to higher binding energies by up to ⇡ 100 meV, accompanied by electronic temperatures
exceeding 3000 K. These observations are explained by a combination of temperature-induced shifts
of the chemical potential, as well as temperature-induced changes in static screening. Both contri-
butions are evaluated in a semi-empirical tight-binding model. The shift resulting from a change in
the chemical potential is found to be dominant.

INTRODUCTION

Two-dimensional (2D) electron systems can be dra-
matically altered and driven into a number of distinct
phases by the application of external fields. A prime ex-
ample of this is the ability to change the electron-electron
interaction by electric field control of the charge carrier
density in 2D electron gasses (2DEGs) confined in high
electron mobility transistors [1, 2]. Tuning such systems
into extreme conditions can create an electronic instabil-
ity such as a metal-insulator transition [3] or lead to the
emergence of superconductivity [4]. Even when merely
doped by using di↵erent substrates or adsorbates, Fermi
level shifts on the order of electron volts can be induced in
semimetallic 2D materials such as graphene [5–8], provid-
ing access to the dependence of the electronic self-energy
on the electron/hole density over a wide energy range
[9]. In principle, the electronic self-energy also depends
on the temperature but such e↵ects are usually negli-
gible because kBT at reachable temperatures tends to
be much smaller than the electronic bandwidth [10, 11].
The emergence of interesting physics therefore requires
narrow electronic bandwidths or high electronic tempera-
tures. These conditions are ideally reached in 2D systems
where non-trivial temperature e↵ects are expected to in-
fluence density-dependent many-body e↵ects [12, 13].

By employing an intense optical excitation in a pump-
probe scheme such as time- and angle-resolved photoe-
mission (TR-ARPES) to drive (semi) metallic 2D ma-
terials out of equilibrium, an extremely wide range of
transient electronic temperatures can be accessed [14].
This approach is e↵ective for studying instabilities in the

electronic system under extreme conditions and on ultra-
fast time scales where transient charge order e↵ects and
metal-insulator transitions may completely alter the elec-
tronic spectrum around the Fermi energy as observed in
metallic transition metal dichalcogenides (TMDCs) [15–
19].

Here we probe the electronic response of a metallic 2D
TMDC, single layer (SL) TaS2 of the 1H polymorph, to
the excitation of electrons by a femtosecond laser pulse
with a photon energy of 2.05 eV using TR-ARPES. We
observe that this leads to a strongly excited thermal dis-
tribution of the electrons within the time resolution of
our experiment, with electronic temperatures exceeding
3000 K. Interestingly, the elevated electronic tempera-
ture is accompanied by a binding energy shift of the
band structure of up to ⇡100 meV. Such a change of
the electronic structure is not necessarily expected for
a 2D metal. While dynamic band structure renormal-
ization is not uncommon in 2D semiconductors due to
the strongly enhanced screening by degenerate transient
doping [20–22], and complex band shifts have even been
observed for bulk insulators [23], such e↵ects are absent
in semimetallic systems such as graphene [14] or bilayer
graphene [24].

This paper is structured as follows: this Introduc-
tion section is followed by an Experimental section that
provides the details of the sample preparation, static
ARPES, and TR-ARPES. The Results and Discussion
section is divided into five subsections that give (i) a
presentation of the experimental results, (ii) a descrip-
tion of an approach to fit the full (E, k)-dependence of
the measured photoemission intensity, (iii) a presentation
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of the band shifts and electronic temperatures resulting
from our analysis, (iv) a theoretical description of the
expected band shifts in the single particle picture, and
(v) a section accounting for the e↵ect of temperature-
dependent screening. Finally, the main results and their
implications are summarized in a Conclusions section.

EXPERIMENTAL

SL TaS2 was grown on bilayer graphene by ultra-high
vacuum (UHV) van der Waals epitaxy, in a manner sim-
ilar to that used previously for the growth of SL MoS2
[25]. Tantalum from an e-beam evaporator was deposited
on a graphene bilayer on top of a bu↵er layer on the
Si-face of a 6H-SiC(0001) substrate (TanKeBlue Semi-
conductor Co.) [26]. The Ta deposition took place in a
H2S atmosphere of ⇠10�6 mbar for two minutes. Subse-
quently, the sample was annealed for 20 minutes at 590 K
in the same background pressure of H2S. Repetition of
this procedure allowed for an increase in coverage. For
the sample used in this experiment, two growth cycles
were performed, resulting in a coverage on the order of
one monolayer, as judged by the reduced photoemission
intensity from the graphene ⇡-band. Due to the weak
interaction between the SL TaS2 and the underlying bi-
layer graphene, TaS2 domains are found to be randomly
oriented with respect to the substrate; this is clearly ev-
idenced by both low energy electron di↵raction (LEED)
and scanning tunnelling microscopy (STM). Indeed, the
interaction is so weak that individual domains can be
moved on the surface using the tip of the STM.

The growth of SL TaS2 on bilayer graphene and the
resulting electronic structure were monitored using core
level spectroscopy [27, 28] and ARPES at the SGM3
beamline at the ASTRID2 synchrotron light source us-
ing a photon energy of 25 eV at a sample temperature of
⇡44 K [29]. The energy and angular resolution were set
to 25 meV and 0.2�, respectively. Since the typical size
of the SL TaS2 islands (less than 10 nm) is much smaller
than the spot size of the synchrotron beam (100 µm),
the random orientation of the islands results in the ob-
servation of an azimuthally averaged band structure, in
contrast to the well-defined Dirac [30] cone of the under-
lying bilayer graphene [28].

TR-ARPES experiments were performed at the
Artemis facility, Rutherford Appleton Laboratory [31].
The sample was transferred from the growth chamber at
ASTRID2 to the TR-ARPES facility under UHV condi-
tions, which was necessary because the chemical sensitiv-
ity of TaS2 causes degradation of the samples if they are
exposed to air. A 1 kHz Ti:sapphire amplified laser sys-
tem with a fundamental wavelength of 785 nm was used
to generate p-polarized high harmonic probe pulses with
an energy of 25 eV for photoemission and s-polarized
pump pulses with a photon energy of 2.05 eV for optical

excitation of our sample. The angular and time resolu-
tion were 0.3� and 40 fs, respectively, while the energy
resolution varied between 300 and 800 meV depending on
the beamline and detector settings and the fluence of the
optical pulses. Di↵erent fluences and sample tempera-
tures were investigated. The spot size of the laser beams
are also of the order of 100 µm, leading to the same av-
eraging of the electronic structure from azimuthally dis-
ordered SL TaS2 areas as for the experiments using the
spot coming from the synchrotron light source.

RESULTS AND DISCUSSION

(i) Time-resolved ARPES on TaS2

The electronic structure of undoped SL TaS2 is char-
acterized by a half-filled band with a Fermi surface con-
sisting of hole pockets around the �̄ and K̄ points of the
2D Brillouin zone (BZ) [32]. A TR-ARPES spectrum
taken near �̄ without optical pumping is shown in Fig.
1(a). It shows a dispersive feature with a highest binding
energy of ⇡400 meV at ⇡0.8 Å�1. It crosses the Fermi
level at ⇡0.5 Å�1 and is unoccupied at �̄. In view of
the azimuthal disorder between di↵erent domains of SL
TaS2 on the sample, this observed dispersion does not
correspond to any particular high-symmetry direction in
the calculated band structure of Fig. 1(b), but has to be
interpreted as an average over all possible orientations,
roughly corresponding to an average over the �̄� M̄ and
�̄ � K̄ directions marked in Fig. 1(b) [32]. The main
di↵erences between these directions are the higher maxi-
mum binding energy reached along �̄�M̄ and the strong
spin-orbit splitting along �̄� K̄. However, for small |k|,
the dispersion in the two directions is su�ciently simi-
lar for the average to still show the hole pocket charac-
ter. The main e↵ect of integrating over all directions is
a broadening of the features at higher binding energies
in the data shown. The spin-orbit splitting along the
�̄ � K̄ direction has no direct consequence for the ob-
served band, since the upper spin-split branch is above
the Fermi energy.
Figure 1(c) shows the result of optically pumping the

system with a photon energy of 2.05 eV at a fluence of
F =7.8 mJ/cm2, displaying TR-ARPES data collected
at a time delay of 40 fs between the pump and the probe
pulse, corresponding to the peak excitation of the system.
Pumping leads to drastic changes in the spectrum: The
observed dispersion now extends well above the Fermi
energy, indicating the presence of hot electrons. This is
clearly seen when considering the di↵erence between the
excited spectrum and the equilibrium spectrum in Fig.
1(d). Excited carriers are expected to be generated from
direct optical transitions involving occupied valence band
and unoccupieed conduction band states, as indicated by
the arrows in Fig. 1(b). The presence of a continuous
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FIG. 1. (Color online) TR-ARPES measurement of the SL
TaS2 dispersion around EF : (a) Left: Measured spectrum
before optical excitation (t < 0), sample temperature 300 K.
Right: Energy distribution curve taken at the k value of
the band’s highest binding energy as given in the text. The
dashed red line is an estimate of the peak position. (b) Calcu-
lated dispersion from Ref. 32 with examples of possible direct
electron (filled circles) and hole (open circles) excitation pro-
cesses (arrows). The region enclosed by a green square marks
the (E, k)-space probed in the TR-ARPES experiment. (c)
TR-ARPES data as in (a) but at the peak of optical excita-
tion (t = 40 fs). Right: Energy distribution curve taken as in
(a). (d) Di↵erence spectrum: intensity di↵erence obtained by
subtracting the intensity for t < 0 in (a) from that at t = 40 fs
in (c).

distribution of hot electrons is then merely indicative of
a very fast thermalization of these excited carriers that
takes place at a timescale lower than our temporal reso-
lution.

A much more surprising result of the optical excitation
is that the entire dispersion is shifted to higher bind-
ing energies by >

⇠100 meV whereas the position of the
Fermi edge remains constant, as seen clearly by the shift
between the maxima of the energy distribution curves
(EDCs) in Fig. 1(a) and (c). Such shifts are not neces-
sarily expected for metallic systems. Indeed, for a simple
free-electron like 2D system, one might not expect any
shift at all because of the energy-independent density of
states. Note that there are several mechanisms in TR-
ARPES that can lead to shifts of the entire spectrum,
notably space charge and surface photovoltage e↵ects
[33–35]. The latter have even been observed for metallic
quantum well systems when grown on a bulk semiconduc-

tor [33]. Such e↵ects have been studied in great detail for
the very similar system of graphene on SiC [35] and are
mainly found to a↵ect the TR-ARPES results on much
longer time scales than relevant here (see Supplementary
Information for more details [28]). Most importantly, due
to their electrostatic character, they lead to a shift of the
entire spectrum in energy, including the position of the
Fermi energy. As we will show in more detail below, this
is not the case for the data reported here.

(ii) Fit to simulated model spectral function

A quantitative comparison of the observed e↵ects to
calculations requires an accurate determination of the
band structure changes and the electronic temperature
as a function of pump fluence and time delay. The com-
plexity of the situation and the many unknown param-
eters render the conventional approach of fitting energy
or momentum distribution curves by simple models im-
practical. Indeed, extracting the electronic temperature
from such fits is already problematic even for very simple
situations [36–38]. Instead, we introduce an approach in
which the energy and k�dependent photoemission inten-
sity, such as in Fig. 1(a), is fitted to a model based on a
resolution-broadened spectral function that can, in prin-
ciple, include the single particle dispersion, many-body
e↵ects and the electronic temperature.
The photoemission intensity measured in an ideal

ARPES experiment is given by

I(E,k) / |M
k
if |

2
A(E,k)f(E, T ), (1)

where A(E,k) is the hole spectral function, f(E, T ) is
the Fermi-Dirac distribution and M

k
if is the energy- and

k�dependent matrix element for the transition from the
initial state i to the final state f . If, as in the present case,
the data are only collected for a small range of energy and
k and for a fixed photon energy and polarization, Mk

if is
expected to vary only weakly. In our experiment, the fi-
nite energy and k�resolution of the setup must be taken
into account, such that the actual measured intensity is
modelled by a convolution of I(E,k) with the appropri-
ate resolution functions G(�E) and G(�k), assumed to
be Gaussian. The measured intensity thus needs to be
fitted to Iconv(E, k) = I(E, k) ⇤G(�E) ⇤G(�k).
The azimuthally averaged photoemission intensity

from SL TaS2 is phenomenologically modelled as

ITaS2(E, k) = (O + PE +Qk)

⇥
⇡�1

�
↵+ �E + �E2

�

(E � (ak2 + bk + c))2 + (↵+ �E + �E2)2

⇥ (eE/kBTe + 1)�1, (2)

where all energies are referenced to E0
F , the experimen-

tally determined Fermi energy in the spectrum. The
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three parameters O,P,Q in the first term are used to
match the calculated photoemission intensity to the ex-
perimental results, allowing for the possibility of a lin-
ear dependence on E and k that could arise from, e.g.,
small matrix element variations. The second term rep-
resents the spectral function in which the single particle
dispersion is approximated by a parabola as ak2+ bk+c,
with its minimum position constrained to kmin = b/2a =

0.81 Å
�1

, as determined from a high-resolution ARPES
spectrum. The electronic self-energy appearing in the
spectral function is a complex quantity with the real part
re-normalizing the dispersion and the imaginary part �
broadening the features. Here we assume that the real
part is zero and that � = ↵+�E+�E2. This will always
result in an increased broadening at higher energies that
accounts for the azimuthal averaging over the somewhat
anisotropic band structure. Care should thus be taken,
to assign physical significance to �. In the third term, the
population of the states is dictated by the Fermi-Dirac
distribution with Te referring to the electronic temper-
ature in the SL TaS2. In addition to the description of
the SL TaS2 spectral function, it is necessary to account
for the background intensity which is described in further
detail in the supporting information [28].

In order to determine the equilibrium dispersion pa-
rameters, this model for the photoemission intensity
is fitted to high-resolution experimental data taken at
ASTRID2 at a photon energy of 25 eV, i.e. the same
photon energy as used for the probe pulse in the TR-
ARPES experiment. Fig. 2 shows the resulting excel-
lent agreement between (a) measured and (b) modelled
spectral function. Fig. 2(c) and (d) further show the de-
gree of agreement in the form of EDC-cuts at the Fermi
level crossing (kF ) and at the band minimum (kmin). In
this fit, the highest binding energy reaches a value of
350 meV. The light gray lines in these cuts represent the
background (BG) function that is not included in equ.
(2).

(iii) Extracting electronic temperature and band

shifts

The approach of fitting Iconv(E, k) to a model spectral
function now permits the precise determination of param-
eters such as the electronic temperature Te and changes
of the dispersion. Fig. 3 shows representative results for
the application of this fitting method to time-resolved
data sets. Fig. 3(a)-(c) show the measured dispersion
in equilibrium, at maximum excitation (t =40 fs) and
at t =350 fs, while Fig. 3(f)-(h) show modelled spectral
functions, obtained as described in section (ii) above. In
order to obtain these fits, we have varied the electronic
temperatures Te, the dispersion o↵set c in equ. (2), and
the constant and linear coe�cient of the linewidth ↵ and
�. The position of the observed Fermi energy E0

F , i. e.
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FIG. 2. (Color online) (a) Static ARPES data of the SL TaS2

parabolic state with the band minimum located at kmin and
the Fermi level crossing at kF . (b) Modelled intensity over
the measured region of (E, k)-space shown in (a). (c)-(d)
Example EDCs of the measured data and intensity fit taken
along the dashed vertical lines shown in (a)-(b) at (d) kF and
(e) kmin, respectively. The background intensity in the fit is
shown as a light gray line marked ”BG”.

the energy zero of equ. (2), was kept constant. A redistri-
bution of background intensity following photoexcitation
is also taken into account [28]. The application of this
fitting procedure results in an excellent description of the
data in Fig. 3(a)-(c) for all experimental parameters (de-
lay time, fluence). This is illustrated in the comparison
between measured (Fig. 3(d) and (e)) and fitted (Fig.
3(i) and (j)) intensity di↵erences for time delays of 40
and 350 fs and in the direct comparison between mea-
sured and fitted EDC-cuts at kF and kmin, as shown in
Fig. 3(k) and (l). Fits of similar quality are obtained
for data sets taken at di↵erent sample temperatures and
pump laser fluence [28]. Given the high quality of the fits
obtained, we conclude that the hot electron gas is always
in thermal equilibrium with a well-defined temperature,
as might be expected given the time resolution of the
experiment.

The extracted dynamic changes of the dispersion and
electronic temperature Te are given in Fig. 4. In order to
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FIG. 3. (Color online) Time dependence of the excited-state signal in SL TaS2 and spectral function simulations: (a)-(c)
TR-ARPES data obtained at the given time delays for an optical excitation energy of 2.05 eV and a pump laser fluence of
7.8 mJ/cm2 with the sample at a temperature of 300 K. The spectrum in (a) was taken before optical excitation. The fitted
parabolic dispersions derived according to equ. (2) are shown on top of the spectra and coloured to distinguish the di↵erent
time delays. (d)-(e) Di↵erence spectra determined by subtracting the equilibrium spectrum in (a) from the excited state spectra
in (b)-(c). (f)-(j) Simulated intensity (di↵erence) corresponding to the measured data in (a)-(e). (k),(l) Comparison of EDCs
from measurements (symbols) and simulations (lines) at kF and kmin, respectively (see pink and purple lines in (f)).

quantify the band shift, we introduce the quantity �W ,
defined as the di↵erence between the band minimum en-
ergy in the excited and equilibrium state, that is the
change of the parameter c in equ. (2). Fig. 4(a) shows
that this shift is very substantial - more than 100 meV
at peak excitation (i. e. roughly a third of the total
occupied bandwidth). Fig. 4(b) shows that the shift
takes place at the same time delays as the peak tem-
perature of the electron gas exceeding 3000 K. The time
dependence of both �W and Te can be described by a
double-exponential decay with a relaxation time ⌧1 well
below 1 ps and a slower ⌧2. We tentatively assign ⌧1 to
a decay process involving the excitations of high energy
optical phonons in the TaS2 layer [39] and the slower de-
cay to a combination of acoustic phonon excitations and
anharmonic decay of the optical phonons, similar to the
situation seen in graphene [14].

This presence of a transient hot electron distribution
is thus accompanied by a substantial band shift that is
not a priori expected for a metallic system. Note that
the fit was constrained to a rigid band shift, without
other changes and, in particular, without the boundary
condition of fixed kF values. This procedure was chosen
because the position of the band minimum is an experi-
mentally well accessible quantity, as this spectral region
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FIG. 4. (Color online) Extracted parameters from the data
set shown in Fig. 3. (a) Time dependence of the extracted
band shift �W . The fit to a double exponential function is
shown (solid line) and the relaxation times ⌧1 and ⌧2 are given.
(b) Corresponding data and fit for the electron temperature
Te.

is least a↵ected by the broad Fermi-Dirac distribution.
Moreover, the change in kF resulting from a rigid shift of
the dispersion is small (< 0.05 Å�1) and would be much
harder to resolve than the energy shift. Assuming merely
a rigid shift of the band also appears justified because of
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the high fit quality at all time delays. However, minor
changes in the dispersion and of the Fermi wave vector
cannot be completely excluded.

A strong correlation between �W and Te emerges
when we combine all data points obtained at di↵erent flu-
ences and sample temperatures and plot �W as a func-
tion of Te in Fig. 5. The cause of this correlation is
explored in the next sub-sections. The relation �W (Te)
is clearly not strictly linear, explaining the fact that the
relaxation times ⌧1 and ⌧2 from the fit of the data in Fig.
4(a) and (b) are not necessarily the same.

(iv) Calculated chemical potential shifts

While the observed correlation between Te and �W
does not imply causality, it is tempting to seek a sim-
ple mechanism that can explain the band shift as caused
by the high electronic temperature without invoking, for
example, substrate e↵ects. In the present section we ex-
plore how the band shift can be caused by a temperature-
induced shift of the chemical potential, which is required
to conserve the total charge in the system. In the fol-
lowing sub-section we also address the possibility of ad-
ditional shifts caused by the temperature-dependence of
the electronic screening.

Small changes of the chemical potential compared to
the zero temperature Fermi energy are always expected
in a metallic system, but since kBT in typical experi-
mental conditions is much smaller than the Fermi energy
the shifts are also small. This is clearly not the case
here. Indeed, the width of the Fermi-Dirac function at
3000 K exceeds the occupied bandwidth of SL TaS2, and
temperature-induced shift of the chemical potential could
thus be considerable. Predicting the size or even the di-
rection of the shift is not trivial because it involves the
details of the entire occupied and unoccupied electronic
band structure.

In order to calculate the expected shift of the chemi-
cal potential, we start from a tight-binding (TB) model
for SL TMDCs [40–43] and adapt it for the case of SL
TaS2. The model is based on the d-orbitals of Ta atoms
on a triangular lattice where the first, second and third
nearest neighbour hopping integrals are taken into ac-
count. Accurate TB parameters are obtained by fits to
the results of a density functional theory (DFT) calcula-
tion [28]. The resulting single particle dispersion at zero
temperature is shown in Fig. 6(a) and the corresponding
density of states in Fig. 6(b).

Based on the known electronic structure, we can deter-
mine the temperature-dependent chemical potential us-
ing the following procedure. We start from the assump-
tion of a fixed number of electrons N at any temperature.

1000 2000 3000

0

50

100

150

∆
W

 (m
eV

)

200

F = 8.4mJ/cm2

F = 7.8mJ/cm2

F = 4.4mJ/cm2

EF = 430 meV
EF = 460 meV
EF = 490 meV

Te(K)

FIG. 5. (Color online) Temperature-induced band shift, using
data for di↵erent choices of laser fluence and sample tempera-
ture. The data points show the extracted experimental band
shift �W as a function of electronic temperature Te. The
curves are the calculated change in the occupied bandwidth
as a function of Te for three di↵erent values of the system’s
Fermi energy (chemical potential at Te = 0.)

This number is given by

N =

Z 1

�1

⇢(E)

e�(E�µ) + 1
dE, (3)

where � = 1/kBTe and µ is the chemical potential. The
density of states, including lifetime broadening e↵ects, is
given by ⇢(E) = L�2

P
k2BZ A(E,k), where L is the side

length of the sample. The spectral function A(E,k) is
given by

A(E,k) =
1

⇡

X

�=±

�k�

(E � Ek�)2 + �2
k�

, (4)

in which the quasiparticle dispersion follows

Ek� = Ek� + ⌃k�. (5)

Note that Ek� stands for the bare dispersion as a function
of k and for a particular spin-split branch of � = ± in the
whole BZ [28, 32]. ⌃k� is the real part of the on-shell self-
energy correction, ⌃k� = Re[⌃(E,k,�)]E!Ek��µ, and
�k� = �Im[⌃(E,k,�)]E!Ek��µ is the corresponding
imaginary part of the self energy resulting from electron-
electron interactions at finite temperature. Note that
the theoretical linewidth 2�k� cannot be compared di-
rectly to the experimental linewidth. The experimental
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linewidth is expected to be larger, due to the contri-
butions of electron-phonon and electron-defect scatter-
ing not present in the theoretical model. Moreover, the
experimental linewidth at higher binding energies is af-
fected by the presence of azimuthal disorder in the sam-
ple.

When defining the absolute band minimum in the BZ
Ek� as the zero of the energy scale (see Fig. 6(a)), the
temperature-dependent occupied bandwidth measured in
the experiment is given by

W (Te) = µ(Te)� ⌃�(Te), (6)

where ⌃�(Te) is the real part of the self-energy at the
band minimum position k�. W (Te) thus has two contri-
butions, one from the temperature-dependent chemical
potential and one from the electron-electron interaction
that a↵ects the energy of the band minimum via the self-
energy ⌃�(Te) (we tacitly assume that self-energy e↵ects
do not move the band minimum away from k�. This is
confirmed by the calculations below). The temperature-
induced change of the bandwidth when the system is
heated from the equilibrium temperature Teq to Te then
reads

�W (Te) = W (Te)�W (Teq) = �µ(Te)��⌃�(Te) (7)

where �µ(Te) = µ(Te) � µ(Teq) ⇡ µ(Te) � EF and
�⌃�(Te) = ⌃�(Te) � ⌃�(Teq). Note that �µ(Te) is also
a↵ected by self-energy e↵ects (if present), since these can
lead to a rigid shift of the entire band which is then com-
pensated by a change in the chemical potential. This will
be discussed in the next sub-section.
We perform the energy integral in equ. (3) analyti-

cally and then numerically integrate over the BZ. From
this, the temperature-dependent chemical potential can
be extracted, and thereby also the shift of the observed
dispersion. In the initial iteration, we neglect the in-
fluence of many-body e↵ects on the band dispersion by
setting ⌃k� = 0 and assume a constant electronic lifetime
broadening of �k�. Fig. 6(c) shows the resulting shift of
the chemical potential as a function of electron filling in
the layer, expressed in terms of the Fermi energy (i.e.,
the chemical potential at zero temperature). Evidently,
the degree of change strongly depends on the position of
the Fermi energy. For a very low filling of the band a
temperature increase leads to a decrease of the chemical
potential, whereas the opposite is the case for high filling.

These opposite trends at di↵erent filling levels can be
understood by considering the following thermodynami-
cal identity in a fixed system volume [44]:

@µ

@Te

���
N

= �
@N

@Te

���
µ

✓
@N

@µ

���
Te

◆�1

. (8)

Then, utilizing the low-Te Sommerfeld expansion for the
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FIG. 6. (Color online) (a) Calculated single-particle disper-
sion of the topmost valence band of SL TaS2. The solid line
is the result from a tight-binding calculation with parameters
fitted to a density functional theory calculation (dashed line).
Note that the bands are spin-split at K. The dashed black
line shows the position of the Fermi energy for a filling of the
band with one electron per unit cell, as expected for the free-
standing layer. (b) Resulting density of states. (c) Chemical
potential versus the Fermi energy at di↵erent values of Te

with �k� = 10meV and ⌃k� = 0. (d)The chemical potential
shift versus Te for three di↵erent values of the Fermi energy.
Solid (dashed) curves correspond to the absence (presence) of
self-energy e↵ects on the chemical potential.

number of particles, N , we have [44]

@µ

@Te

���
N

⇡ �
⇡2

3
k2BTe

⇢0(µ)

⇢(µ)
, (9)

where ⇢0(µ) = d⇢(µ)/dµ stands for the derivative of the
density of states. At low-Te we can approximate ⇢0(µ) ⇡
⇢0(EF). By looking at the density of states in Fig. 6(b),
we can see that ⇢0(EF) has a positive (negative) sign in
low (high) doping. This can roughly explain @µ/@Te < 0
(@µ/@Te > 0) for low (high) filling as depicted in Fig.
6(c).
It is not entirely clear what choice of EF is most ap-

propriate for a comparison with the experiment. The
band minimum at kmin determined from the static high-
resolution experiment is 350 meV. However, due to the
azimuthal disorder this is not equal to the Fermi en-
ergy but roughly to the average highest binding energy
in the � � M and � � K directions. The actual Fermi
energy corresponds to the highest binding energy along
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��M (marked k� in Fig. 6(a)) which is ⇡80 meV higher
than the average highest binding energy. A choice of
EF = 430 meV should thus be a good estimate of the
Fermi energy in the experimental data.

We plot the temperature-induced shift in the chemical
potential as a function of Te for three di↵erent values of
the Fermi energy in Fig. 6(d). Due to the extreme tem-
peratures reached and the small bandwidth, the e↵ect
of a temperature-induced chemical potential shift is es-
sential in order to explain the observed band shift �W .
However, due to the potentially strongly temperature-
dependent screening of the Coulomb interaction, a con-
siderable contribution from the self-energy correction is
also expected. This is discussed in the following section.

(v) Calculated e↵ect of static screening

It is conceivable that many-body e↵ects also contribute
to the observed band shift in addition to the e↵ect stem-
ming from the chemical potential. It is well-known, for
instance, that the electronic self-energy has a significant
e↵ect on the observed dispersion of electronic states in
ARPES, even in the case of simple metals [45, 46]. In the
present experiment the electronic temperature is changed
over such a wide range that it is relevant to ask if the
temperature-induced change in electronic screening could
contribute significantly to the observed changes in the
electronic structure.

We investigate this by calculating the temperature-
dependent static screened exchange self-energy using the
single-band TB model of SL TaS2. For this we first eval-
uate the density-density susceptibility which is given by
[10]

�(q, Te) =
1

L2

X

k2BZ

X

�

f(Ek�, Te)� f(Ek+q�, Te)

Ek� � Ek+q�
.

(10)

The e↵ect of temperature-dependent screening is treated
through the static screened exchange which is given by
[10]

⌃k�(Te) = �
1

L2

X

q2BZ

vq�k

1� vq�k�(q� k, Te)
f(Eq�, Te),

(11)
where the bare Coulomb interaction in 2D reads vq =
2⇡e2/(✏e↵ |q|) with ✏e↵ ⇠ (1 + ✏sub)/2. Note that ✏sub ⇠

22 is the dielectric constant of the graphene/SiC sub-
strate [47].

The q-dependent susceptibility of SL TaS2 is shown
in Fig. 7(a) for four di↵erent temperatures along high-
symmetry directions in the BZ and for EF = 430 meV, as
observed in the experiment. As seen in Fig. 7(a), the ab-
solute magnitude of the static susceptibility (considering
that the static susceptibility is always a negative value,

i.e. |�(q, Te)| = ��(q, Te)), and therefore the screening,
decreases by increasing Te. This is a universal trend at
low temperature and low momentum. At the BZ center
and at low electronic temperature (Te ⌧ TF), we can
approximate �(0, Te) ⇡ �⇢(µ) [10] and by using equ. (9)
we have

@|�(0, Te)|

@Te

���
N

⇡
@µ

@Te

���
N
⇢0(µ) < 0 , (12)

with TF being the Fermi temperature. In general this
negative slope is not fulfilled at finite q or very high tem-
perature. Under our experimental conditions, the elec-
tronic temperature is very high, leading to a consider-
able broadening of the Fermi-Dirac distribution function
which in fact becomes similar to the entire bandwidth
(i.e. kBTe ⇠ EF). This strong broadening reduces the
probability of virtual transitions, Ek� ! Ek+q�, for all
values of q in the BZ. Because of this semi-Pauli-blocking
e↵ect at very high temperature, the number of vir-
tual electron-hole excitations is diminished, leading to a
weaker screening e↵ect. A similar reduction of screening
is predicted to emerge in the parabolic-band two dimen-
sional electron gas (2DEG) [48–50], i.e. �2DEG(q, Te �

TF) ⇡ TF/Te [49]. On the other hand, in the massless
Dirac fermion (MDF) model of graphene the screening ef-
fect is predicted to have an increasing trend with temper-
ature as �MDF(q, Te � TF) ⇡ log(4)Te/TF[49]. This can
be due to the inter-band transitions in graphene which
do not exist in our single-band metallic system.
Having a weaker screening of the Coulomb interaction

at high electronic temperature implies a stronger many-
body e↵ect. As depicted in Fig. 7(b), the explicit self-
energy calculation indicates a very strong temperature
dependence, with changes of ⇡100 meV over the exper-
imental temperature range. However, this self-energy is
mostly comprised of a rigid shift of the whole band which
is compensated by an opposite shift in the chemical po-
tential in order to conserve the particle number. When
these many-body e↵ects are included in equ. (4) and
the chemical potential is calculated in a second iteration,
this new estimate is thus strongly modified. This explains
the large di↵erence between the chemical potential shifts
with and without self-energy corrections in Fig. 6(d).
Experimentally, neither the change in the chemical po-
tential nor in the self-energy is directly observable but
only their combination in �W , see equ. (7). Fig. 5 thus
compares the full theoretical result to the experimental
data, showing an almost quantitative agreement between
experiment and calculation. A comparison of the theoret-
ical results in Fig. 5 and 6(d) shows that including static
screening to first order leads to a bandwidth change of
merely ⇠ 15 meV at Te ⇠ 4000 K. Note that while the
experimentally observed highest binding energy of the
band is not equal to the occupied bandwidth, the change
in this binding energy is the same as the theoretically
calculated �W .
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FIG. 7. (Color online) (a) Calculated temperature-dependent
electronic susceptibility along high-symmetry lines of the BZ
for four di↵erent values of Te. (b) Real part of the electronic
self-energy along high-symmetry lines of the BZ (Te as in
(a)). Note that the di↵erence between up and down spins is
negligible for this set of parameters (i.e. ⌃k" ⇠ ⌃k#). Note
that for this figure we set EF = 430meV.

CONCLUSIONS

We have demonstrated strong electronic heating and
changes in the occupied bandwidth upon optical pump-
ing of a 2D metal, SL TaS2. The data could be quan-
titatively analyzed using a 2D fitting scheme of the en-
tire resolution-broadened spectral function. The exper-
imentally observed band shifts are explained by consid-
ering the temperature-dependent many-body screening
e↵ect and the chemical potential shift required to con-
serve charge neutrality in the presence of a hot electron
population.

The possibility of very large band shifts in pumped
metallic systems could potentially be used to create a
number of unconventional states of matter. We empha-
size that neither the direction nor the magnitude of the
shift is trivial but both result from the material’s band
structure in a wide range around the Fermi energy. In-
deed, much larger shifts still could be expected for SL
TaS2 with a di↵erent band filling. Starting from an ap-
propriate band structure, it could thus be possible to use
transient temperature-induced shifts in order, for exam-
ple, to push a Van Hove singularity in the density of
states close to the chemical potential, possibly creating
electronic instabilities at high temperatures.
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A. Stange, A. Carr, M. M. Murnane, H. C. Kapteyn,
L. Kipp, M. Bauer, and K. Rossnagel, Nature Commun.
3, 1069 EP (2012).

[19] C. Monney, M. Puppin, C. W. Nicholson, M. Hoesch,
R. T. Chapman, E. Springate, H. Berger, A. Magrez,
C. Cacho, R. Ernstorfer, and M. Wolf, Phys. Rev. B 94,
165165 (2016).

[20] A. Steinho↵, M. Rösner, F. Jahnke, T. O.
Wehling, and C. Gies, Nano Lett. 14, 3743 (2014),
http://dx.doi.org/10.1021/nl500595u.

[21] A. Chernikov, C. Ruppert, H. M. Hill, A. F. Rigosi, and
T. F. Heinz, Nature Photon. 9, 466 (2015).
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[36] J. Kröger, T. Greber, T. J. Kreutz, and J. Osterwalder,
J. Electron. Spectrosc. Relat. Phenom. 113, 241 (2001).

[37] A. Crepaldi, B. Ressel, F. Cilento, M. Zacchigna,
C. Grazioli, H. Berger, P. Bugnon, K. Kern, M. Grioni,
and F. Parmigiani, Phys. Rev. B 86, 205133 (2012).

[38] S. Ulstrup, J. C. Johannsen, M. Grioni, and P. Hofmann,
Rev. Sci. Instrum. 85, 013907 (2014).

[39] N. F. Hinsche and K. S. Thygesen, 2D Materials 5,
015009 (2018).

[40] G.-B. Liu, W.-Y. Shan, Y. Yao, W. Yao, and D. Xiao,
Phys. Rev. B 88, 085433 (2013).

[41] H. Rostami, A. G. Moghaddam, and R. Asgari, Phys.
Rev. B 88, 085440 (2013).

[42] E. Cappelluti, R. Roldán, J. A. Silva-Guillén, P. Ordejón,
and F. Guinea, Phys. Rev. B 88, 075409 (2013).

[43] H. Rostami and R. Asgari, Phys. Rev. B 91, 075433
(2015).

[44] M. Marder, Condensed Matter Physics (Wiley, 2015).
[45] E. Jensen and E. W. Plummer, Phys. Rev. Letters 55,

1912 (1985).
[46] J. E. Northrup, M. S. Hybertsen, and S. G. Louie, Phys.

Rev. Letters 59, 819 (1987).
[47] A. L. Walter, A. Bostwick, K.-J. Jeon, F. Speck,

M. Ostler, T. Seyller, L. Moreschini, Y. J. Chang,
M. Polini, R. Asgari, A. H. MacDonald, K. Horn, and
E. Rotenberg, Phys. Rev. B 84, 085410 (2011).

[48] P. F. Maldague, Surf. Sci. 73, 296 (1978).
[49] E. H. Hwang and S. Das Sarma, Phys. Rev. B 79, 165404

(2009).
[50] S. Das Sarma, S. Adam, E. H. Hwang, and E. Rossi,

Rev. Mod. Phys. 83, 407 (2011).



Supporting Information for: Transient Hot Electron Dynamics in

Single-Layer TaS2

Federico Andreatta,1, ⇤ Habib Rostami,2, ⇤ Antonija Grubǐsić Čabo,1 Marco
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1. Photoemission from SL TaS2 and bilayer graphene substrate

Static ARPES and core level spectroscopy are applied to inspect the bilayer graphene sub-

strate and SL TaS2 electronic structures during sample synthesis. The ARPES spectrum

around the K̄ point of the bilayer graphene Brillouin zone (BZ) in Fig. S1(a) exhibits sharp

bilayer graphene features including a split valence band and an occupied conduction band

minimum, as expected for high quality n-type bilayer graphene on 6H-SiC(0001) [1].

After a single growth cycle we observe sub-monolayer TaS2 via the coexistence of bilayer

graphene and TaS2 bands, as seen in Fig. S1(b). Notice the higher background and well-

defined Fermi edge for k-values away from the dispersive bands, which we attribute to the

presence of defects and non-sulfurized metallic Ta clusters. The Ta 4f core level region

presented in Fig. S1(c) exhibits characteristic peaks for TaS2 of the H-polytype: The spin-

orbit split 4f7/2 and 4f5/2 peaks are highly asymmetric with shoulders on the high binding

energy sides, which appear due to many-body interactions with the core hole and charge

transfer processes involving the Ta 5dz2 conduction band states of 1H-TaS2 [2].

Additional growth cycles lead to a higher TaS2 coverage, which is verified by a decrease

in photoemission intensity from the bands of the underlying bilayer graphene as well as

an increase in 4f core level intensity (see Fig. S1(c)). The sample used for TR-ARPES
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graphene BZ, as shown by a dashed line in the insert in (b). (c) Core level spectra of the 4f region

of SL TaS2 after one and two growth cycles.

2



measurements was prepared by stopping the growth after two TaS2 growth cycles to ensure

high coverage and avoid the presence of multilayer domains.

2. Details of spectral function simulations

The full expression for the simulated photoemission intensity and details of the fit procedure

are described in the following. The photoemission intensity is modeled as

I(E, k) = (O + PE +Qk)
⇡�1

�
↵+ �E + �E2

�

(E � (ak2 + bk + c))2 + (↵+ �E + �E2)2
(eE/kBTe + 1)�1

+


(ab + bbE) +Ad

⇡�1wd

(E � ✏d)2 + w2
d

�
(e(E�⇣)/kBTe + 1)�1, (1)

where the first term describes the TaS2 feature as stated in Equ. (2) of the main text, the

second term describes the background intensity as having a linear energy dependence with

o↵set ab and slope bb plus a non-dispersive defect level observed in the experiment at energy

✏d = 0.31 eV with constant amplitude Ad and width wd. The background and defect features

are connected to a Fermi-Dirac function with a di↵erent cut-o↵ ⇣, which proves necessary

to capture the redistribution of background intensity in the excited state. The convolution

of the full simulated photoemission intensity Iconv(E, k) = I(E, k) ⇤ G(�E) ⇤ G(�k) is

compared with the measured intensity as described in the main text.

All parameters in Equ. (1) are determined using the high resolution static ARPES data

presented in Fig. 2 of the main text. These parameters are then carried over to the TR-

ARPES spectra acquired in equilibrium conditions (t < 0) where we allow the background

and intensity parameters to vary together with the energy resolution �E due to the di↵erent

beamline and detector properties. Note that �E has to be fitted for t < 0 where Te = Tsample

is fixed, with Tsample being the measured sample temperature. Once these parameters have

been determined we allow ↵, �, c, Te and ⇣ to vary for all time delays. This captures

the linewidth increase, TaS2 band shift, change of electronic temperature and background

intensity redistribution of the excited state in a stable manner.

We notice an increasing rigid shift of all photoelectron kinetic energies after several pi-

coseconds which reaches 200 meV and depends on sample temperature and laser fluence.

The e↵ect is likely caused by a combination of space charge and surface photovoltage e↵ects

involving the SiC substrate [3]. Due to the magnitude of the shift being similar to �W and

due to the added uncertainty in the determination of �W in such situations, we have omit-

ted the data points where the shift occurs. In any case, the TaS2 state has nearly reached
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FIG. S2: Time dependence of the excited-state signal in SL TaS2 and spectral function simulations

for fluence and sample temperatures of (i) F = 4.4 mJ/cm2, Tsample = 103 K and (ii) F =

8.4 mJ/cm2, Tsample = 73 K. Panels (i) and (ii) have been plotted in an identical manner to Fig.

3 of main text to facilitate a direct comparison.
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equilibrium and �W is approximately zero for these (very long) time delays.

Our approach leads to excellent agreement between fit and data for di↵erent settings

of the laser fluence and sample temperature as demonstrated in Fig. 3 of the main text

and Fig. S2. The complete analysis of the three data sets presented in these figures is

summarized by the results for �W and Te in Fig. 5 of the main text.

3. Single-band tight-binding model of SL TaS2

We employ a three-band (for each spin component) tight-binding (TB) model of a SL

TMDC developed in Ref. [4] which is written in the basis of transition metal’s d-orbitals,

{|dz2i, |dxyi, |dx2�y2i}. In Fourier space, we have

Ĥ3b =

2

6664

h11(k) h12(k) h13(k)

h
⇤
12(k) h22(k) h23(k)

h
⇤
13(k) h

⇤
23(k) h33(k)

3

7775
⌦ Î +

�

2
L̂z ⌦ ŝz (2)

where Î and ŝz are the identity matrix and the z-component of the real spin Pauli matrix,

respectively. The angular momentum is given by the following matrix representation in the

orbital basis

L̂z =

2

6664

0 0 0

0 0 2i

0 �2i 0

3

7775
. (3)

Note that

h11(k) = ✏1 + 2t0{cos(2↵) + 2 cos(↵) cos(�)}+ 2r0{2 cos(3↵) cos(�) + cos(2�)}

+ 2u0{2 cos(2↵) cos(2�) + cos(4↵)} , (4)

h22(k) = ✏2 + 2t11 cos(2↵) + (t11 + 3t22) cos(↵) cos(�) + 4r11 cos(3↵) cos(�)

+ 2(r11 +
p
3r12) cos(2�) + (u11 + 3u22) cos(2↵) cos(2�) + 2u11 cos(4↵) , (5)

h33(k) = ✏2 + 2t22 cos(2↵) + (3t11 + t22) cos(↵) cos(�) + 2r11{2 cos(3↵) cos(�) + cos(2�)}

+
2p
3
r12{4 cos(3↵) cos(�)� cos(2�)}+ (3u11 + u22) cos(2↵) cos(2�) + 2u22 cos(4↵) ,

(6)
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h12(k) = �2
p
3t2 sin(↵) sin(�) + 2(r1 + r2) sin(3↵) sin(�)� 2

p
3u2 sin(2↵) sin(2�)

+ i[2t1{sin(2↵) + sin(↵) cos(�)}+ 2(r1 � r2) sin(3↵) cos(�)

� 2u1{sin(4↵) + sin(2↵) cos(2�)}] , (7)

h13(k) = 2t2{cos(2↵)� cos(↵) cos(�)}� 2p
3
(r1 + r2){cos(3↵) cos(�)� cos(2�)}

+ 2u2{cos(4↵)� cos(2↵) cos(2�)}+ i[2
p
3t1 cos(↵) sin(�)

+
2p
3
(r1 � r2) sin(�){cos(3↵) + 2 cos(�)}+ 2

p
3u1 cos(2↵) sin(2�)] , (8)

and

h23(k) =
p
3(t22 � t11) sin(↵) sin(�) + 4r12 sin(3↵) sin(�) +

p
3(u22 � u11) sin(2↵) sin(2�)

+ i[4t12 sin(↵){cos(↵)� cos(�)}+ 4u12 sin(2↵){cos(2↵)� cos(2�)}] (9)

where ↵ = kxa/2 and � =
p
3kya/2 in which a stands for the lat-

tice constant. Notice that this TB model contains twenty parameters, i.e.

{�, ✏1, ✏2, t0, t1, t2, t11, t12, t22, r0, r1, r2, r11, r12, u0, u1, u2, u11, u12, u22}, which will be specified

after a fitting procedure. An immediate technical advantage of this three-band model with

respect to other TB models of SL TMDCs, is that it can be diagonalized analytically in the

whole BZ, while for five-, six- and seven-band models [5–7] this is not possible based on the

Abel’s impossibility theorem. This three-band model can be diagonalized analytically as

follows

Hdiag =

2

4diag[E
c
k", E

c0
k", E

v
k"] Ô

Ô diag[Ec
k#, E

c0
k#, E

v
k#]

3

5 . (10)

Note that for a given spin (� =", #), Ec
k�, E

c0
k� and E

v
k� denote two conduction bands and

one valence band, respectively. As SL TaS2 is a metallic TMDC, the chemical potential lies

in the valence band. Higher bands are therefore irrelevant for this metallic system. In this

regard, we consider the valence band for each spin component as a one-band TB model of

SL TaS2:

Ĥ1b =

2

4E
v
k" 0

0 E
v
k#

3

5 . (11)
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TABLE I: TB parameters, in eV, obtained by minimising the residue R =
P

k� Wk�(ETB
k� �EDFT

k� )2.

� ✏1 ✏2 t0 t1 t2 t11 t12 t22 r0

0.158 2.112 2.734 �0.256 0.491 0.414 0.268 0.465 0.186 0.234

r1 r2 r11 r12 u0 u1 u2 u11 u12 u22

�0.046 0.086 0.024 �0.050 �0.154 �0.001 0.068 �0.070 �0.148 �0.265

From now on we drop the superscript “v” and we use Ek� instead of Ev
k�. We obtain the TB

parameters by performing a fit to the DFT dispersion of SL TaS2 by minimizing a weighted

mean square error,

R =
X

k�

Wk�(E
TB
k� � E

DFT
k� )2 (12)

where Wk� is the weight function and
P

k runs along a high-symmetry path, M���K�M .

The corresponding TB parameters are given in Table I. In Fig. 6(a) of the main text, the

TB dispersion is compared with DFT for both spin components. The color map in Fig.

S3 depicts the hexagonal symmetry of the system which is implicit in the TB model. This
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FIG. S3: Color map of the TB dispersion in the absence of spin orbit coupling (� = 0). Note that

the color bar labels are given in eV unit. The BZ region is indicated by the red hexagon. At the

corner of the BZ (K̄ and K̄ 0 points) there are local maxima and at its center (�̄ point) there is the

absolute maxima of the band.
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figure helps us to imagine the Fermi surface shape and the number of Fermi pockets for

a given Fermi energy. For instance, at very low doping, the Fermi surface consists of six

half-dumbbell-like electron pockets.
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